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1
SYSTEM AND METHOD FOR
MANUFACTURING OPTICAL DISPLAY
DEVICE, SET OF MATERIAL ROLLS AND
METHOD FOR MANUFACTURE THEREOF

CROSS-REFERENCE TO RELATED
APPLICATIONS

This is a divisional application of U.S. patent application
Ser. No. 13/000,242, filed on Dec. 20, 2010, which is a371 of
International Application No. PCT/JP2010/058047, filed on
May 12, 2010, which claims the benefit of priority from the
prior Japanese Patent Application Nos. 2009-118960, filed on
May 15, 2009 and 2010-110044 filed on May 12, 2010, the
entire contents of which are incorporated herein by refer-
ences.

TECHNICAL FIELD

The invention relates to a system and a method for manu-
facturing an optical display device, which is for use in bond-
ing optically-anisotropic optical films, such as polarizing
plate-containing optical films, to one and the other surfaces of
arectangular optical display unit, and to a set of material rolls
and a method for the manufacture thereof.

BACKGROUND ART

FIG. 8 schematically shows a conventional method for
manufacturing an optical display unit to be incorporated into
a liquid crystal display device. First, an optical film manufac-
turer produces a belt-shaped sheet material, which includes
an optical film, in the form of a roll (#1). Specific processes
for the manufacture thereof are known, and therefore a
description thereof is omitted. The roll of the belt-shaped
sheet material typically includes a raw polarizing plate, a raw
retardation plate, or a raw laminated film of a polarizing plate
and a retardation plate for use in the production of liquid
crystal displays. The long material is then stamped into pieces
of'the sheet material having a shape according to the size ofan
optical display unit to which each piece will be bonded (#2).
Each piece of the sheet material (optical film) obtained by the
stamping is then subjected to an appearance inspection (#3).
Examples of the inspection method include a visual inspec-
tion for defects and an inspection using a known defect
inspection apparatus. The term “defect” typically means foul-
ing of the surface or the inside, scratches, a foreign substance-
containing defect with a special shape such as a dented and
twisted shape (also called “knick™), bubbles, foreign sub-
stances, etc. The finished product is then inspected (#4). The
finished product inspection is performed according to more
strict quality criteria than those for the appearance inspection
to determine whether the product is non-defective. Subse-
quently, the four end faces of each piece of the sheet material
are worked (#5). The working is performed to prevent the
pressure-sensitive adhesive or any other material from com-
ing out of the end faces in transit. Each piece of the sheet
material is then subjected to clean packaging in a clean room
environment (#6). Subsequently, packaging for transporta-
tion (transport packaging) is performed (#7). Each piece of
the sheet material manufactured as described above is trans-
ported to a panel processing manufacturer.

The panel processing manufacturer unpacks the piece of
the material sheet transported (#11). An appearance inspec-
tion is then performed to check whether scratches, stains or
other defects are produced in transit or during unpacking
(#12). The piece of the sheet material determined to be non-
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2

defective by the inspection is then transferred to the next step.
This appearance inspection may be omitted in some cases.
The optical display unit (such as a glass substrate unit with a
sealed liquid crystal cell) to which the piece of the sheet
material will be bonded is previously manufactured and
cleaned before the bonding step (#13).

The piece of the sheet material and the optical display unit
are bonded together (#14). The release film is peeled off from
the piece of the sheet material so that the pressure-sensitive
adhesive can be left, and the bonding surface of the pressure-
sensitive adhesive layer is attached to one side of the optical
display unit. The other side of the optical display unit may
also be subjected to a similar bonding process. The optical
films to be bonded to both sides of the optical display unit may
have the same structure or different structures. The optical
display device having the bonded optical film is then sub-
jected to an inspection and a defect inspection (#15). The
optical display device determined to be non-defective by the
inspection is transferred to an implementing process (#16).
On the other hand, the optical display device determined to be
defective is subjected to a reworking process (#17). In the
reworking process, the optical film is peeled off from the
optical display unit. A new optical film is bonded to the
optical display unit having undergone the reworking process
(#14).

The manufacturing process described above particularly
requires the steps of working the end faces, packaging each
piece of the sheet material, and unpacking the material,
because the optical film manufacturer and the panel process-
ing manufacturer are located at different places. However,
such a multi-step process has the problem of an increase in
manufacturing cost. There are also problems in which
scratches, dust, stains, and the like can be caused by the
multi-step process or the transportation so that an inspection
process can be necessary, and problems in which different
types of sheet materials must be carried and managed.

Japanese Patent Application Laid-Open (JP-A) No. 2007-
140046 (Patent Document 1) discloses a method to solve the
problems. A system by the method includes means for draw-
ing and feeding a belt-shaped sheet material from a roll of the
belt-shaped sheet material including an optical film to be used
as a component of an optical display device, means for detect-
ing defects in the belt-shaped sheet material drawn from the
feeding means, means for cutting the belt-shaped sheet mate-
rial into sheet material pieces based on the result of the detec-
tion by the detecting means, means for transporting each
sheet material piece cut by the cutting means to a bonding
process, and means for bonding the transported sheet material
piece to an optical display unit as a component of the optical
display device, wherein the respective means are arranged on
a continuous production line. In this system, the belt-shaped
sheet material including the optical film can be directly cut
into the desired size, and the cut piece of the sheet material
can be directly bonded to the optical display unit. According
to a conventional technique, the belt-shaped sheet material is
stamped into pieces, and the stamped sheet material pieces
are each carefully packaged and delivered to a panel process-
ing manufacturer. According to this system, however, a roll of
the belt-shaped sheet material can be directly packaged and
delivered.

PRIOR ART LITERATURE
Patent Document

Patent Document 1: Japanese Patent Application Laid-
Open (JP-A) No. 2007-140046
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3
SUMMARY OF THE INVENTION

Problems to be Solved by the Invention

However, the optical display device manufacturing system
disclosed in Patent Document 1 does not include any addi-
tional apparatus for bonding another optical film to the other
side of the optical display unit after the bonding of an optical
film to one side of the optical display unit. Therefore, if the
same manufacturing system is used to bond another optical
film to the other side, loading the optical display unit on the
system after the bonding results in double work, and there is
a room for improvement.

When bonded to one and the other surfaces of an optical
display unit, polarizing plates have different absorption axis
directions (crossing each other at right angles) on the one and
the other surfaces. In addition, it is generally difficult to
produce a material roll having an absorption axis in the width
direction ofthe roll, whereas the optical display unit generally
has a rectangular shape. Considering these things, a satisfac-
tory system configuration cannot be obtained by simply add-
ing each of means for performing the process from the feed-
ing of the belt-shaped sheet material to the bonding thereofto
the manufacturing system disclosed in Patent Document 1.

Not only when polarizing plates are placed on one and the
other surfaces, but also, for example, when retardation plates
are placed on one and the other surfaces of the optical display
unit, their slow axis directions on the one and the other sur-
faces have to be perpendicular to each other in some cases.
Also in such cases, there is the same problem as in the case
where polarizing plates are laminated.

It is therefore an object of the invention to provide a system
and a method for manufacturing an optical display device, in
which optical films can be bonded to one and the other sur-
faces of an optical display unit in such a manner that the
optical anisotropy of the one is orthogonal to that of the other
by using two material rolls that are the same in the direction
of optical anisotropy, such as the direction of absorption axis,
and to provide a set of material rolls and a method for manu-
facture thereof.

Means for Solving the Problem

The above object can be achieved by the present inventions
as follows. That is, a system for manufacturing an optical
display device of the present invention is a system for manu-
facturing an optical display device comprising a rectangular
optical display unit and an optically-anisotropic optical film
bonded to the optical display unit, and comprises:

a first bonding apparatus for bonding a divided piece of a
first optical film to one surface of an optical display unit,
wherein the divided piece of the first optical film has a length
corresponding to a long side of the optical display unit and is
obtained from a roll of a belt-shaped sheet material that com-
prises the first optical film and has score lines that are previ-
ously formed so that the first optical film can be divided by the
score lines into pieces each having a length corresponding to
the long side of the optical display unit, wherein the first
optical film has a width corresponding to a short side of the
optical display unit; and

a second bonding apparatus for bonding a divided piece of
a second optical film to another surface of the optical display
unit, wherein the divided piece of the second optical film has
a length corresponding to the short side of the optical display
unit and is obtained from a roll of a belt-shaped sheet material
that comprises the second optical film and has score lines that
are previously formed so that the second optical film can be
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4

divided by the score lines into pieces each having a length
corresponding to the short side of the optical display unit,
wherein the second optical film has a width corresponding to
the long side of the optical display unit.

In the optical display device manufacturing system of the
invention, divided pieces of optical films with sizes corre-
sponding to the short and long sides of the optical display unit
can be obtained, respectively, only by dividing, by each score
line, the optical film fed from each of a material roll with a
width corresponding to the short side of the optical display
unit and a material roll with a width corresponding to the long
side of the optical display unit. The former and the latter are
each divided by each score line into a piece with a length
corresponding to the long side and a piece with a length
corresponding to the short side, and the pieces are bonded to
both surfaces of the optical display unit. Therefore, when two
material rolls that are the same in the direction of optical
anisotropy, such as the direction of absorption axis are used,
optical films can be bonded to one and the other surfaces of
the optical display unit in such a manner that the optical
anisotropy of one of the optical films is orthogonal to that of
the other optical film.

Also, a system for manufacturing an optical display device
of the present invention is a system for manufacturing an
optical display device comprising a rectangular optical dis-
play unit and an optical film including a polarizing plate and
bonded to the optical display unit, and comprises:

an optical display unit feeding apparatus for feeding the
optical display unit;

a first optical film feeding apparatus for drawing and feed-
ing a belt-shaped sheet material from a roll of the belt-shaped
sheet material, wherein the belt-shaped sheet material com-
prises a first optical film with a width corresponding to a short
side of the optical display unit and has score lines that are
previously formed so that the first optical film can be divided
by the score lines into pieces each having a length corre-
sponding to a long side of the optical display unit;

a first bonding apparatus for bonding a divided piece of the
first optical film to one surface of the optical display unit,
wherein the optical display unit is fed from the optical display
unit feeding apparatus, and the first optical film is fed from the
first optical film feeding apparatus;

a feeder for transporting and feeding the optical display
unit after the bonding of the first optical film;

a second optical film feeding apparatus for drawing and
feeding a belt-shaped sheet material from a roll of the belt-
shaped sheet material, wherein the belt-shaped sheet material
comprises a second optical film with a width corresponding to
the long side of the optical display unit and has score lines that
are previously formed so that the second optical film can be
divided by the score lines into pieces each having a length
corresponding to the short side of the optical display unit; and

a second bonding apparatus for bonding a divided piece of
the second optical film to another surface of the optical dis-
play unit, wherein the optical display unit is fed from the
feeder, and the second optical film is fed from the second
optical film feeding apparatus.

The optical display device manufacturing system of the
invention further includes the feeder, the second optical film
feeding apparatus, and the second bonding apparatus as stated
above and is also configured so that the first and second
optical film feeding apparatuses can feed divided pieces of
optical films with different widths and lengths corresponding
to the long and short sides of the optical display unit, respec-
tively. Thus, using material rolls including polarizing plates
with the same absorption axis direction, optical films can be
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bonded to one and the other surfaces of the optical display
unit in a continuous manufacturing line.

In the above system, it is preferred that the feeder has a
turning mechanism for turning the optical display unit to a
bonding direction for the second bonding apparatus after the
bonding in the first bonding apparatus. The presence of such
a turning mechanism makes it unnecessary to vertically
arrange a set of the first optical film feeding apparatus and the
first bonding apparatus and a set of the second optical film
feeding apparatus and the second bonding apparatus, which
makes it possible to save the space of the manufacturing
system. The turning mechanism also makes it possible to set
a proper bonding angle for the second bonding apparatus.
Specifically, higher turning position accuracy can be obtained
when the optical display unit, which is harder than the optical
film, is turned than when the flexible material such as the
optical film is turned.

Also, it is preferred that the first and second optical film
feeding apparatuses each has a defective portion removing
mechanism for removing a defective divided piece of the
optical film. The presence of such a removing mechanism
makes it possible to remove defective portions from the opti-
cal film and to improve the optical film yield.

Further, it is preferred that the first and second optical film
feeding apparatuses have feeding mechanisms for feeding the
first and second optical films to the first and second bonding
apparatuses, respectively, by using, as a carrying medium, a
release film which is provided on the optical film with a
pressure-sensitive adhesive layer interposed therebetween.
When such a feeding mechanism is provided, the first and
second optical films can be fed with high accuracy to the first
and second bonding apparatuses, respectively, using a simple
feeding mechanism.

On the other hand, a method for manufacturing an optical
display device of the present invention is a method for manu-
facturing an optical display device comprising a rectangular
optical display unit and an optically-anisotropic optical film
bonded to the optical display unit, and comprises:

a first bonding step comprising: providing a roll of a belt-
shaped sheet material that comprises a first optical film with
a width corresponding to a short side of the optical display
unit and has score lines that are previously formed so that the
first optical film can be divided by the score lines into pieces
each having a length corresponding to a long side of the
optical display unit; and bonding a divided piece of the first
optical film having a length corresponding to the long side of
the optical display unit to one surface of the optical display
unit; and

a second bonding step comprising: providing a roll of a
belt-shaped sheet material that comprises a second optical
film with a width corresponding to the long side of the optical
display unit and has score lines that are previously formed so
that the second optical film can be divided by the score lines
into pieces each having a length corresponding to the short
side of the optical display unit; and bonding a divided piece of
the second optical film having a length corresponding to the
short side of the optical display unit to another surface of the
optical display unit.

In the optical display device manufacturing method of the
invention, a material roll with a width corresponding to the
short side of the optical display unit and a material roll with a
width corresponding to the long side of the optical display
unit are used, and the former and the latter are each divided by
each score line into a piece with a length corresponding to the
long side and a piece with a length corresponding to the short
side, and the pieces are bonded to both surfaces of the optical
display unit. Therefore, when two material rolls that are the
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same in the direction of optical anisotropy, such as the direc-
tion of absorption axis are used, optical films can be bonded
to one and the other surfaces of the optical display unit in such
amanner that the optical anisotropy of one of the optical films
is orthogonal to that of the other optical film.

In the above method, it is preferred that the method further
comprises a turning step comprising turning the optical dis-
play unit to a bonding direction for the second bonding step
after the first bonding step. Such a turning step makes it
unnecessary to vertically arrange the first and second optical
film feed directions, which makes it possible to save the space
of the manufacturing system. The use of the turning step also
makes it possible to set a proper bonding angle for the second
bonding apparatus.

Also, it is preferred that the method further comprises a
defective portion removing step comprising removing a
defective divided piece of the optical film when the first and
second optical films are each fed. Such a removing step makes
it possible to remove defective portions from the optical film
and to improve the optical film yield.

Further, it is preferred that the first and second optical films
are transported and fed to the first and second bonding steps,
respectively, using, as a carrying medium, a release film
which is provided on the optical film with a pressure-sensitive
adhesive layer interposed therebetween. When such a feeding
method is used, the first and second optical films can be fed
with high accuracy to the first and second bonding steps,
respectively, using a simple feeding mechanism.

A set of material rolls of the invention comprises:

afirstroll comprising a first optical film to be bonded to one
surface of a rectangular optical display unit,

the first roll comprising a first belt-shaped sheet material
that comprises the first optical film, a first pressure-sensitive
adhesive layer, and a first release film laminated in this order,
wherein the first optical film comprises a first polarizing plate
whose longitudinal direction is parallel to its absorption axis,

the first belt-shaped sheet material having score lines that
are previously formed so that the first optical film can be
divided by the score lines into pieces each having a length
corresponding to a long side of the optical display unit,

the first belt-shaped sheet material having undergone a
slitting process in a direction parallel to the longitudinal
direction of the first polarizing plate so that it has a width
corresponding to a short side of the optical display unit, and
having been wound into the roll; and

a second roll comprising a second optical film to be bonded
to another surface of the optical display unit,

the second roll comprising a second belt-shaped sheet
material that comprises the second optical film, a second
pressure-sensitive adhesive layer, and a second release film
laminated in this order, wherein the second optical film com-
prises a second polarizing plate whose longitudinal direction
is parallel to its absorption axis,

the second belt-shaped sheet material having score lines
that are previously formed so that the second optical film can
be divided by the score lines into pieces each having a length
corresponding to a short side of the optical display unit,

the second belt-shaped sheet material having undergone a
slitting process in a direction parallel to the longitudinal
direction of the second polarizing plate so that it has a width
corresponding to the long side of the optical display unit, and
having been wound into the roll.

The set of material rolls according to the invention includes
a first roll having undergone slitting into a width correspond-
ing to the short side of the optical display unit; and a second
roll having undergone slitting into a width corresponding to
the long side of the optical display unit. Therefore, when the
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set is used, divided pieces of optical films with sizes corre-
sponding to the short and long sides of the optical display unit
can each be obtained only by dividing, by each score line, the
optical film fed from each of the rolls. In this case, since both
roll materials have an absorption axis in the longitudinal
direction, the bonding can be performed with good axis accu-
racy, so that the optical display device can have good optical
properties after the bonding. In addition, the respective opti-
cal films have absorption axes, one of which can be parallel to
the long side of the optical display unit, and the other of which
can be parallel to the short side. Therefore, the absorption
axes of the optical films can be made perpendicular to each
other only by bonding them to one and the other surfaces of
the optical display unit, respectively. Thus, there is provided
a set of material rolls with which optical films can be bonded
with their absorption axes perpendicular to each other to the
optical display unit only through the process of dividing, by
each score line, the optical film fed from each of the two
material rolls, which can provide high axis accuracy for the
bonding.

It is preferred that the optical display unit to be subjected to
the bonding is a VA or IPS mode liquid crystal panel. Particu-
larly when the optical display unit is formed using a VA or IPS
mode liquid crystal panel, which has been recently used in
large screen TVs, etc., the polarizing plates of the first and
second optical films can be positioned so that their absorption
axes are perpendicular to each other and parallel to the side of
the rectangular liquid crystal panel. In this case, therefore, the
optical film can be simply divided by each score line, while
each of the first and second material rolls having undergone
slitting parallel to the absorption axis is unwound, so that a
high production rate is possible.

A manufacturing method for a material roll of the invention
is a manufacturing method for a material roll used in the set of
material rolls, and comprises the steps of:

slitting a material having undergone no slitting process to
form a belt-shaped sheet material with a width corresponding
to the long or short side of the optical display unit, wherein the
material comprises an optical film, a pressure-sensitive adhe-
sive layer, and a release film laminated in this order, the
optical film comprises a polarizing plate whose longitudinal
direction is parallel to its absorption axis, and the slitting is
performed parallel to the longitudinal direction of the polar-
izing plate; and

winding the resulting belt-shaped sheet material into a roll.

According to the material roll manufacturing method of the
invention, slitting into a width corresponding to the short or
long side of the optical display unit is performed, so that an
optical film with a size corresponding to the short or long side
of'the optical display unit can be obtained only by dividing the
material by each score line. In addition, since the unslit mate-
rial used has a longitudinal direction parallel to the absorption
axis of the polarizing plate, the bonding can be performed
with good axis accuracy in the manufacturing process, so that
the optical display device can have good optical properties
after the bonding.

A material roll of the invention comprises an optical film to
be bonded to a surface of a rectangular optical display unit,
comprising:

abelt-shaped sheet material that comprises the optical film,
a pressure-sensitive adhesive layer, and a release film lami-
nated in this order, wherein the optical film comprises a
polarizing plate whose longitudinal direction is parallel to its
absorption axis,

the belt-shaped sheet material having score lines that are
previously formed so that the optical film can be divided by
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the score lines into pieces each having a length corresponding
to a long or short side of the optical display unit,

the belt-shaped sheet material having undergone a slitting
process in a direction parallel to the longitudinal direction of
the polarizing plate so that it has a width corresponding to the
short or long side of the optical display unit, and having been
wound into the roll.

The material roll of the invention is a roll of a material
having undergone slitting into a width corresponding to the
short or long side of the optical display unit. Therefore, an
optical film with a size corresponding to the short or long side
of'the optical display unit can be obtained only by dividing the
material by each score line. In addition, since slitting has been
performed in the longitudinal direction parallel to the absorp-
tion axis of the polarizing plate, the bonding can be performed
with good axis accuracy in the manufacturing process, so that
the optical display device can have good optical properties
after the bonding.

A method for manufacturing a material roll of the invention
is a method for manufacturing a material roll comprising an
optical film to be bonded to a surface of a rectangular optical
display unit, and comprises the steps of:

slitting a material having undergone no slitting process to
form a belt-shaped sheet material with a width corresponding
to a short or long side of the optical display unit, wherein the
material comprises the optical film, a pressure-sensitive adhe-
sive layer, and a release film laminated in this order and has
score lines that are previously formed so that the optical film
can be divided by the score lines into pieces each having a
length corresponding to the long or short side of the optical
display unit, the optical film comprises a polarizing plate
whose longitudinal direction is parallel to its absorption axis,
and the slitting is performed parallel to the longitudinal direc-
tion of the polarizing plate; and

winding the resulting belt-shaped sheet material into a roll.

According to the material roll manufacturing method of the
invention, slitting into a width corresponding to the short or
long side of the optical display unit is performed, so that an
optical film with a size corresponding to the short or long side
of'the optical display unit can be obtained only by dividing the
material by each score line. In addition, since the unslit mate-
rial used has a longitudinal direction parallel to the absorption
axis of the polarizing plate, the bonding can be performed
with good axis accuracy in the manufacturing process, so that
the optical display device can have good optical properties
after the bonding.

A method for manufacturing an optical display device of
the invention is a method for manufacturing an optical display
device comprising an optical film including a polarizing plate
and a rectangular optical display unit having a surface to
which the optical film is bonded, and comprises the steps of:

providing a material roll that is a roll of a belt-shaped sheet
material obtained by slitting a material having undergone no
slitting process into a width corresponding to a short or long
side of the optical display unit, wherein the material com-
prises the optical film, a pressure-sensitive adhesive layer,
and a release film laminated in this order and has score lines
that are previously formed so that the optical film can be
divided by the score lines into pieces each having a length
corresponding to the long or short side of the optical display
unit, the optical film comprises a polarizing plate whose
longitudinal direction is parallel to its absorption axis, and the
slitting is performed parallel to the longitudinal direction of
the material;

drawing the belt-shaped sheet material from the material
roll; and
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bonding a divided piece of the optical film to a surface of
the rectangular optical display unit.

According to the optical display device manufacturing
method of the invention, the material roll used has undergone
slitting into a width corresponding to the short or long side of
the optical display unit, and therefore, an optical film with a
size corresponding to the short or long side of the optical
display unit can be obtained only by dividing the material by
each score line. In addition, since the unslit material used has
a longitudinal direction parallel to the absorption axis of the
polarizing plate, the bonding can be performed with good axis
accuracy in the manufacturing process, so that the optical
display device can have good optical properties after the
bonding.

A system for manufacturing an optical display device of
the invention is a system for manufacturing an optical display
device comprising an optical film including a polarizing plate
and a rectangular optical display unit having a surface to
which the optical film is bonded, and comprises:

abonding apparatus for drawing a belt-shaped sheet mate-
rial from a roll of the belt-shaped sheet material and bonding
a divided piece of the optical film to the rectangular optical
display unit, wherein

the belt-shaped sheet material is obtained by slitting a
material having undergone no slitting process into a width
corresponding to a short or long side of the optical display
unit, wherein the material comprises the optical film, a pres-
sure-sensitive adhesive layer, and a release film laminated in
this order and has score lines that are previously formed so
that the optical film can be divided by the score lines into
pieces each having a length corresponding to the long or short
side of the optical display unit, the optical film comprises a
polarizing plate whose longitudinal direction is parallel to its
absorption axis, and

the slitting is performed parallel to the longitudinal direc-
tion of the material.

According to the optical display device manufacturing sys-
tem of the invention, the material roll used has undergone
slitting into a width corresponding to the short or long side of
the optical display unit, and therefore, an optical film with a
size corresponding to the short or long side of the optical
display unit can be obtained only by dividing the material by
each score line. In addition, since the unslit material used has
a longitudinal direction parallel to the absorption axis of the
polarizing plate, the bonding can be performed with good axis
accuracy in the manufacturing process, so that the optical
display device can have good optical properties after the
bonding.

BRIEF DESCRIPTION OF DRAWINGS

FIG. 1 is a flow chart showing a process performed using
the manufacturing system of the invention;

FIG. 2 is a diagram for illustrating an example of the
manufacturing system of the invention;

FIG. 3 is a diagram for illustrating an example of the
manufacturing system of the invention;

FIG. 4 is a diagram for illustrating an example of the
laminated structure of each of first and second optical films;

FIG. 5 is a perspective view of a first roll showing an
example of the score lines formed in a first sheet material;

FIG. 6 is a perspective view of a first roll showing another
example of the score lines formed in a first sheet material;

FIG. 7 is a schematic diagram showing a specific example
of the method of turning the optical display unit over and by
90°; and
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FIG. 8 is a flow chart of a conventional optical display
device manufacturing method.

EMBODIMENTS FOR CARRYING OUT THE
INVENTION

Embodiments of the invention are described below in the
order of materials used in the optical display device manu-
facturing system, manufacturing process flow, and the struc-
ture of each component of the manufacturing system. FIG. 1
shows an example of the flow chart of the optical display
device manufacturing method. FIG. 2 is a schematic diagram
showing an example of the optical display device manufac-
turing system. FIG. 3 is a layout plan view showing an
example of the optical display device manufacturing system.

Optical Display Unit

The optical display unit for use in the invention is intended
to include any assembly of parts for displaying characters or
images. The optical display unit is typically a liquid crystal
cell, an organic electroluminescence panel, or the like. The
invention is effective when using an optical display unit hav-
ing a rectangular outline shape, such as that with a long
side/short side ratio of 16/9 or 4/3. The optical display unit
may also have such a member as an optical film that is pre-
viously integrated as part of the laminated structure.

Optical Film

The optical film to be bonded to the optical display unit
may be a monolayer film or a multilayer film. The optical film
has at least one optically anisotropic layer. The term “opti-
cally anisotropic” or “optical anisotropy” means that the in-
plane optical properties are not uniform, and examples of
optical anisotropy include absorption anisotropy, refractive
index anisotropy, and reflection anisotropy. The optical film is
typically a polarizing plate having an absorption axis, a retar-
dation film having a slow axis, a brightness enhancement film
having a transmission axis, or a laminate thereof.

The polarizing plate-containing optical film may be a
polarizing plate or an optical film including a laminate of a
polarizing plate and a retardation film, a brightness enhance-
ment film, or a combination of two or more of these films.

The belt-shaped sheet material for use in the invention is
intended to include a long sheet that is processed to have a
width corresponding to the short or long side of the optical
display unit and is sufficiently longer in the longitudinal
direction than in the width direction. For example, the length
of the belt-shaped sheet material is 10 times or more the
width. The belt-shaped sheet material may be any material
containing the optical film. The belt-shaped sheet material
preferably includes a polarizing plate-containing optical film,
a pressure-sensitive adhesive layer, and a release film, which
are provided in this order.

The material roll for use in the invention is a wound roll of
the belt-shaped sheet material. The material roll is usually
obtained by winding the belt-shaped sheet material around a
roll core from one end thereof.

A protective transparent film is sometimes placed on the
surface of any of these optical films. For example, a pressure-
sensitive adhesive layer is preferably formed on one surface
of'the optical film so that the optical film can be bonded to the
optical display unit, and a release film should be provided to
protect the pressure-sensitive adhesive layer. A surface pro-
tecting film may be provided on the other surface of the
optical film, for example, with a pressure-sensitive adhesive
layer interposed therebetween.

The invention is effective when using two material rolls
having optical anisotropy in the same direction, particularly
using two material rolls in which the absorption axes of
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polarizing plates in optical films are in the same direction. The
direction of the absorption axis of the polarizing plate is
generally in the longitudinal direction of the material roll.
When a retardation film is used, the slow axis of the retarda-
tion film may be parallel or perpendicular to the longitudinal
direction of the material roll or oblique to the longitudinal
direction of the material roll by a certain angle.

Manufacturing Flow Chart

The optical display device manufacturing method of the
invention is a method for manufacturing an optical display
device including an optical display unit and an optically
anisotropic optical film bonded to the optical display unit,
preferably a method for manufacturing an optical display
device including an optical display unit and a polarizing
plate-containing optical film bonded to the optical display
unit.

The manufacturing method of the invention includes a first
bonding step and a second bonding step. The manufacturing
method preferably further includes a transporting and feeding
step between the first and second bonding steps. The first and
second bonding steps may be performed in any order or at the
same time.

The first bonding step includes: providing a roll of a belt-
shaped sheet material that includes a first optical film with a
width corresponding to the short side of the optical display
unit and has score lines that are previously formed so that the
first optical film can be divided by the score lines into pieces
each having a length corresponding to the long side of the
optical display unit; and bonding a divided piece of the first
optical film having a length corresponding to the long side of
the optical display unit to one surface of the optical display
unit.

The second bonding step includes: providing a roll of a
belt-shaped sheet material that includes a second optical film
with a width corresponding to the long side of the optical
display unit and has score lines that are previously formed so
that the second optical film can be divided by the score lines
into pieces each having a length corresponding to the short
side of the optical display unit; and bonding a divided piece of
the second optical film having a length corresponding to the
short side of the optical display unit to the other surface of the
optical display unit.

More specifically, for example, the optical display device
manufacturing method of the invention includes: a first bond-
ing step including bonding a divided piece of the first optical
film to one surface of the optical display unit, while drawing
and feeding a belt-shaped sheet material from a roll of the
belt-shaped sheet material including the first optical film; and
a second bonding step including bonding a divided piece of
the second optical film to the other surface of the optical
display unit, while drawing and feeding a belt-shaped sheet
material from a roll of the belt-shaped sheet material includ-
ing the second optical film.

For example, the first bonding step may be performed by
the process from (2) Feeding Step to (3) First Optical Film
Bonding Step described below. For example, the second
bonding step may be performed by the process from (6)
Feeding Step to (7) Second Optical Film Bonding Step
described below.

(1) Step of Providing First Material Roll (S1 in FIG. 1). A
first roll of a first belt-shaped sheet material is provided. The
width of the first roll depends on the size of the optical display
unit to be bonded. More specifically, the width of the first roll
is determined to correspond to one of the long and short sides
of the optical display unit, and the width of the second roll is
determined to correspond to the other. Therefore, the first and
second rolls have different widths, and material rolls having
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undergone no slitting process (unslit materials rolls) are each
previously subjected to a slitting process so as to have a
predetermined width, and the materials with the predeter-
mined widths are used.

The slitting process is performed while the material having
undergone no slitting process (unslit material) is unwound
from the roll. The slitting process may be performed by a
method using a laser cutter or an edge tool such as a rotary
circular knife. The process of producing the material roll
preferably includes slitting the unslit material in the longitu-
dinal direction and winding the resulting belt-shaped sheet
material into a roll. A conceivable method for producing a
material roll with a width corresponding to the long or short
side of the optical display unit can include cutting the unslit
material roll itself from one or both ends thereof. In such a
method, however, the unslit material roll can be cut in such a
condition that winding displacement occurs (such a condition
that the roll does not have a flat end face), so that the axis
direction of the optical film can be non-uniform in the pro-
duced material roll. In contrast, when the slitting step is
followed by the winding step as described above, the axis of
the optical film in the produced material roll has a uniform
direction, so that the optical film can be bonded to the optical
display unit with high axis precision. The object to be slit does
not have to be in the form of a roll such as a roll of an unslit
material and may be an unwound long material (such as a long
material before wound up after produced). When the optical
film contains a polarizing plate, the absorption axis preferably
extends in the longitudinal direction of the long material. In
such a case, the long material is preferably slit parallel to the
absorption axis, and then the resulting belt-shaped sheet
material is preferably wound into a roll.

As used herein, the expression “to correspond to the long or
short side of the optical display unit” means that the bonding
length of the optical film (exclusive of the length of the
exposed portion) will correspond to the length of the long or
short side of the optical display unit and does not mean that
the width of the optical film has to be equal to the length of the
long or short side of the optical display unit.

In an embodiment of the invention, each of the first and
second rolls comprises a roll of a belt-shaped sheet material,
which is obtained by slitting a polarizing plate (a component
of' the roll) parallel to the absorption axis thereof, and has an
absorption axis in the longitudinal direction of the belt-
shaped sheet material. This configuration provides high axis
precision for the bonding, so that after the bonding, the optical
display device has good optical properties. Particularly when
the optical display unit is formed using a VA or IPS mode
liquid crystal panel, which has been recently used in large
screen TVs, etc., the polarizing plates of the first and second
optical films can be positioned so that their absorption axes
are perpendicular to each other. In this case, therefore,
divided pieces of the first and second optical films can be each
simply bonded to the surface of the optical display unit, while
the belt-shaped sheet material obtained by slitting the long
material parallel to its absorption axis is fed from each of the
first and second rolls, so that a high production rate is pos-
sible.

For example, the influence of the axis precision during the
bonding on the optical properties may be evaluated using the
transmitted light intensity and contrast ratio (CR) described
below. Specifically, a belt-shaped sheet material obtained by
slitting a polarizing plate (CAT1463DU manufactured by
NITTO DENKO CORPORATION)-containing long material
parallel to the absorption axis of the polarizing plate and
another belt-shaped sheet material obtained by slitting a
polarizing plate-containing long material at a varied certain
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angle with respect to the absorption axis of the polarizing
plate were each cut into a square sample piece (50 mmx50
mm) having a side parallel to the slitting direction. The two
sample pieces were laminated, and the transmittance of the
resulting laminate was measured using a spectrophotometer
U-4100 manufactured by Hitachi High-Technologies Corpo-
ration. The results are shown in Table 1.

TABLE 1
Transmitted
light
Axis angle intensity CR

Comparative 60 59.04759 1.693549
Example 1

Comparative 67.5 77.96201 1.282676
Example 2

Comparative 82.5 19.6158 5.097931
Example 3

Example 1 90 0.0413607 2417.754
Comparative 97.5 20.27872 4.931278
Example 4

Comparative 112.5 78.09852 1.280434
Example 5

Comparative 120 56.95775 1.755687
Example 6

As is evident from the results in Table 1, a comparison
between Example 1 with the angle between the absorption
axes is 90° and each comparative example where the angle
between the absorption axes deviates from 90° shows that
even a slight angular deviation from 90° causes significant
light leakage (transmitted light intensity) and a significant
reduction in contrast ratio (CR).

As shown in FIG. 4, for example, the laminated structure of
the first sheet material F1 includes a first optical film F11, a
first release film F12, and a surface protecting film F13. The
first optical film F11 includes a first polarizer F11a, a first film
F115 provided on one side thereof with an adhesive layer (not
shown) interposed therebetween, and a second film Fllc
provided on the other side thereof with an adhesive layer (not
shown) interposed therebetween.

For example, the first and second films F116 and Fl11c are
polarizer protecting films (such as triacetylcellulose films or
PET films). The second film Fllc is to be bonded to the
surface of the optical display unit with a first pressure-sensi-
tive adhesive layer F14 interposed therebetween. The first
film F115 may undergo a surface treatment. Examples of the
surface treatment include a hard coating treatment, an antire-
flection treatment, and a treatment for any other purpose such
as anti-sticking, diffusion or antiglare purpose. The first
release film F12 is provided on the second film F11¢ with a
first pressure-sensitive adhesive layer F14 interposed ther-
ebetween. The surface protecting film F13 is provided on the
first film F116 with a pressure-sensitive adhesive layer F15
interposed therebetween. The specific structure of the first
and second films F115 and F11c¢ is described below. Herein-
after, a laminated structure of a polarizer and a polarizer
protecting film is also referred to as a polarizing plate.

In a factory, each step described below is performed in an
isolated structure preferably with cleanliness maintained. In
particular, cleanliness is preferably maintained in the step of
bonding the optical film to the optical display unit.

In an embodiment of the invention, the first sheet material
F1 has score lines that are previously formed so that the first
optical film F11 can be divided by the score lines into pieces
each having a length corresponding to the long side of the
optical display unit. Each score line, which extends in the
width direction of the first sheet material F1, is typically
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formed by cutting the layers other than the first release film
F12 in the first sheet material F1. However, the layers other
than the first release film F12 in the first sheet material F1 do
not always have to be completely cut, and for example, at least
one layer such as the first pressure-sensitive adhesive layer
F14 may also be not completely cut, or the score line may be
in any other form such as a perforation, as long as the first
optical film F11 can be divided by each score line.

FIG. 5 is a perspective view of the first roll showing an
example of the formation of score lines in the first sheet
material F1. In this example, score lines are formed in the first
sheet material at regular intervals corresponding to the long
side of the optical display unit. Therefore, the first optical film
F11 is divided by each score line so that a divided piece of the
first optical film F11 with a size corresponding to that of the
optical display unit can be obtained and bonded to the optical
display unit.

FIG. 6 is a perspective view of the first roll showing another
example of the formation of score lines in the first sheet
material F1. In this example, the first sheet material F1 has a
portion with score lines formed at an interval corresponding
to the long side of the optical display unit and a portion with
score lines formed at an interval different from the interval
corresponding to the long side of the optical display unit.
When the first optical film F11 is divided by the score lines,
the portion with the score lines formed at an interval corre-
sponding to the long side of the optical display unit forms a
divided piece of the first optical film F11 with a size corre-
sponding to that of the optical display unit, which can be
bonded to the optical display unit.

On the other hand, the portion with score lines formed at an
interval different from the interval corresponding to the long
side of the optical display unit may be removed without being
bonded to the optical display unit. For example, a method
may be used which includes performing inspection on the
first sheet material F1 to detect any defect in advance and
forming score lines while avoiding the defect so that the
region to be bonded to the optical display unit does not
include the defect (this method is called “skip cutting”). In
this case, a divided piece containing the defect (the portion
with score lines formed at an interval different from the inter-
val corresponding to the long side of the optical display unit)
is removed by means of a first rejection apparatus 19 as
described below without being bonded to the optical display
unit, so that the optical film yield is improved. In an embodi-
ment of the invention, therefore, the step of feeding the optical
film preferably includes a defective portion-removing step
that includes removing a defect-containing, divided piece of
the optical film.

The defect inspection method may be a method of perform-
ing imaging and image processing on both sides of the first
sheet material F1 with transmitted light or reflected light, a
method of performing imaging and image processing with a
polarizing film for inspection arranged in a crossed Nicols
relationship (also referred to as “0° cross™) with the polariza-
tion axis of the polarizing plate (the object to be inspected)
between a CCD camera and the object, or a method of per-
forming imaging and image processing with a polarizing film
for inspection arranged at a certain angle (for example, in the
range of more than 0° to 10°, also referred to as “x° cross™)
with the polarization axis of the polarizing plate (the object to
be inspected) between a CCD camera and the object. Known
methods may be used for the image processing algorithm. For
example, defects may be detected by grayscale determination
based on binarization.

The method of performing imaging and image processing
with transmitted light allows the detection of contaminants in
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the first sheet material F1. The method of performing imaging
and image processing with reflected light allows the detection
of contaminants deposited on the surface of the first sheet
material F1. In the method of performing imaging and image
processing with 0° cross, surface contaminants, dirt, and inte-
rior contaminants can generally be detected as bright spots. In
the method of performing imaging and image processing with
X? cross, knicks can generally be detected.

Score lines are formed in the first sheet material F1 by
cutting the surface protecting film F13, the pressure-sensitive
adhesive layer F15, the first optical film F11, and the first
pressure-sensitive adhesive layer F14 without cutting the first
release film F12. As a result, the first release film F12 can be
used as a carrying medium for the first optical film F11. In an
embodiment of the invention, therefore, the first release film
F12 formed on the first optical film F11 with the first pressure-
sensitive adhesive layer F14 interposed therebetween is pref-
erably used as a carrying medium to feed the first and second
optical films F11 and F21 to the first and second bonding
steps, respectively. Any type of cutting means may be used to
cut part of the first sheet material F1, exclusive of the first
release film F12. Preferably, the cutting means is horizontally
moved in the width direction of the first sheet material F1
when part of the first sheet material F1, exclusive of the first
release film F12 is cut. The cutting means is preferably, but
not limited to, a laser or an edge tool (such as a circular knife).
According to such a method, the cut end surface of the portion
obtained by cutting part of the first sheet material F1, exclu-
sive of the first release film F12, is made smoother than that
obtained by a conventional method of cutting the material
with an edge tool pressed against the material (with the cut-
ting means vertically moved), so that the end surface do not
have to be further processed.

(2) Feeding Step (S2 in FIG. 1). The first sheet material F1
is fed to the downstream side from the first roll provided and
placed. For example, a first feeder 12 to feed the first sheet
material F1 includes a pair of nip rollers, a tension roller, a
rotary drive, an accumulator, a sensor, a controller, and any
other unit.

(3) First Optical Film Bonding Step (S3 in FIG. 1). While
the first release film F12 is removed using a first peeling
apparatus 17, the first optical film F11 separated from the first
release film F12 is bonded to an optical display unit W with
the first pressure-sensitive adhesive layer F14 interposed ther-
ebetween using a first bonding apparatus 18. In this step, the
first optical film F11 is divided into a piece by each score line,
and the resulting divided piece of the first optical film F11
with a size corresponding to that of the optical display unit W
is bonded to the optical display unit W. In the bonding step,
the first optical film F11 and the optical display unit W may be
press-bonded between a pair of rolls as described below.

(4-1) Cleaning Step (S4-1 in FIG. 1). The surface of the
optical display unit W is cleaned by polishing cleaning, water
cleaning or any other cleaning techniques. The cleaned opti-
cal display unit W is transported to an inspection apparatus.

(4-2) Inspecting Step (S4-2 in FIG. 1). After the cleaning,
the surface of the optical display unit W is inspected using an
inspection apparatus. After the inspection, the optical display
unit W is transported to the first bonding apparatus 18.

All of the step of providing the first roll, the feeding step,
the step of bonding the first optical film, the cleaning step, and
the inspection step are preferably performed in a continuous
manufacturing line. In the above series of manufacturing
steps, the first optical film F11 is bonded to one side of the
optical display unit W. A description is given below of the
manufacturing step in which the second optical film F21 is
bonded to the other side.
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(5) Step of Providing Second Material Roll (S11 in FIG. 1).
A second roll of a second belt-shaped sheet material F2 is
provided. As shown in FIG. 4, the laminated structure of the
second sheet material F2 is typically, but not limited to, the
same as that of the first sheet material. The second sheet
material F2 includes a second optical film F21, a second
release film F22, and a surface protecting film F23. The
second optical film F21 includes a second polarizer 21a, a
third film F215 provided on one side of the polarizer 21a with
an adhesive layer (not shown) interposed therebetween, and a
fourth film F21c¢ provided on the other side with an adhesive
layer (not shown) interposed therebetween.

For example, the third and fourth films F215 and F21c¢ are
each a polarizer protecting film (such as a triacetylcellulose
film ora PET film). The fourth film F21c¢ is to be bonded to the
surface of the optical display unit W with a second pressure-
sensitive adhesive layer F24 interposed therebetween. The
third film F215 may undergo a surface treatment. Examples
of the surface treatment include a hard coating treatment, an
antireflection treatment, and a treatment for any other purpose
such as anti-sticking, diffusion or antiglare purpose. The sec-
ond release film F22 is provided on the fourth film F21¢ with
a second pressure-sensitive adhesive layer F24 interposed
therebetween. The surface protecting film F23 is provided on
the third film F215 with a pressure-sensitive adhesive layer
F25 interposed therebetween.

In an embodiment of the invention, the second sheet mate-
rial F2 has score lines that are previously formed so that the
second optical film F21 can be divided by the score lines into
pieces each having a length corresponding to the short side of
the optical display unit. Each score line, which extends in the
width direction of the second sheet material F2, is typically
formed by cutting the layers other than the second release film
F22 in the second sheet material F2. However, the layers other
than the second release film F22 in the second sheet material
F2 do not always have to be completely cut, and for example,
at least one layer such as the second pressure-sensitive adhe-
sive layer F24 may also be not completely cut, or the score
line may be in any other form such as a perforation, as long as
the second optical film F21 can be divided by each score line.

The score lines may be formed in the second sheet material
F2 in the same manner as described for the first sheet material
F1 using FIGS. 5 and 6. The cutting means for use in forming
the score lines in the second sheet material F2 may be the
same as that described above for use in forming the score lines
in the first sheet material F1.

(6) Feeding Step (S12in FIG. 1). The second sheet material
F2 is fed to the downstream side from the second roll provided
and placed. For example, a second feeder 22 to feed the
second sheet material F2 includes a pair of nip rollers, a
tension roller, a rotary drive, an accumulator, a sensor, a
controller, and any other unit.

(7) Second Optical Film Bonding Step (S13 in FIG. 1).
Subsequently, while the second release film F22 is removed
using a second peeling apparatus 27, the second optical film
F21 separated from the second release film F22 is bonded to
the opposite side of the optical display unit W (from the side
where the first optical film F11 is bonded) with the second
pressure-sensitive adhesive layer F24 interposed therebe-
tween using a second bonding apparatus 28. In this step, the
second optical film F21 is divided into a piece by each score
line, and the resulting divided piece of the second optical film
F21 with a size corresponding to that of the optical display
unit W is bonded to the optical display unit W. Before the
second optical film F21 is bonded to the optical display unit
W, the optical display unit W may be turned by 90° using the
feed direction-switching mechanism of the feeding mecha-
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nism so that the first and second optical films F11 and F21 can
have a crossed Nicols relationship.

(8) Transporting and Feeding Step (S5 in FIG. 1). Prefer-
ably, the manufacturing method of the invention further
includes a transporting and feeding step between the first
optical film bonding step and the second optical film bonding
step, and the transporting and feeding step includes the step of
turning the optical display unit from the direction of bonding
in one of the first and second bonding apparatuses to the
direction of bonding in the other bonding apparatus. In addi-
tion to the turning step, the transporting and feeding step may
further include the step of turning over the optical display
unit. In an embodiment of the invention, the transporting and
feeding step preferably includes the step of turning the optical
display unit W, which has undergone the first bonding step, to
the direction of bonding in the second bonding step. In a
preferred embodiment of the invention, the turning step is
performed so that the direction of the long side of the first
optical film F11 bonded to the optical display unit W can
make an angle of 0£5°, preferably 0+1°, with the direction of
the long side of the second optical film F21 to be bonded. For
example, when the direction of the first optical film F11-
feeding line is parallel to the direction of the second optical
film F21-feeding line (including when they are on a straight
line), the turning angle in the turning step is preferably from
85° to 95°. In the bonding step, the second optical film F21
and the optical display unit W may be press-bonded between
a pair of rolls as described below.

(9) Step of Inspecting Optical Display Device (S14 in FIG.
1). An inspection apparatus is used to inspect an optical
display device including the optical display unit W and the
optical films bonded to both sides of the optical display unit
W. An example of the inspection method is a method of
performing imaging and image processing with reflected
light on both sides of the optical display device. Another
example of the method uses a polarizing film for inspection
placed between a CCD camera and the object to be inspected.
Known methods may be used for the image processing algo-
rithm. For example, defects may be detected by grayscale
determination based on binarization.

(10) Defect information obtained by the inspection appa-
ratus is used to determine whether the optical display device
is non-defective. The optical display device determined to be
non-defective is transferred to the next implementing pro-
cess. When determined to be defective, it is subjected to a
reworking process, in which a new optical film is bonded, and
then the product is inspected. The product determined to be
non-defective is transferred to the implementing process, but
the product determined to be defective is subjected to the
reworking process again or to disposal.

In the above series of manufacturing steps, the first optical
film F11 bonding step and the second optical film F21 bond-
ing step may be performed in a continuous manufacturing
line, which makes it possible to manufacture the optical dis-
play device in a satisfactory manner.

Configuration of the Whole of Manufacturing System

Next, a description is given of the configuration of the
whole of the manufacturing system of the invention. The
manufacturing system of the invention is a system for manu-
facturing an optical display device including an optical dis-
play unit and an optically-anisotropic optical film bonded
thereto, preferably a system for manufacturing an optical
display device including an optical display unit and an optical
film that includes a polarizing plate and is bonded to the
optical display unit. The manufacturing system of the inven-

20

40

45

55

18

tion includes a first boding apparatus for performing the first
bonding step and a second bonding apparatus for performing
the second bonding step.

FIG. 3 shows an exemplary system according to an
embodiment of the invention including an optical display unit
W feeding apparatus M1, a first optical film F11 feeding
apparatus M2, a first bonding apparatus M3 for bonding the
first optical film F11, a transporting and feeding apparatus M4
for transporting and feeding the optical display unit W after
the bonding, a second optical film F21 feeding apparatus M5,
and a second bonding apparatus M6 for bonding the second
optical film F21.

Concerning this embodiment, FIG. 3 shows an example
where the first optical film F11 feeding apparatus M2, the first
bonding apparatus M3, the transporting and feeding appara-
tus M4, the second optical film F21 feeding apparatus M5,
and the second bonding apparatus M6 are linearly arranged,
and the feeding apparatus M1 is placed so that the optical
display unit W can be fed in a direction perpendicular to the
direction of the flow of the optical display unit W in the first
bonding apparatus M3.

Configuration of Each Section in the Manufacturing Sys-
tem

An example of the configuration of each section in the
manufacturing system of the invention is described below.

The manufacturing system of the invention includes the
optical display unit W feeding apparatus M1 for feeding the
optical display unit W.

The manufacturing system of the invention includes the
first optical film feeding apparatus M2 for drawing and feed-
ing the first sheet material F1 from a roll of the first sheet
material F1 including the first optical film F11. This embodi-
ment shows an example where the first optical film feeding
apparatus M2 includes a first feeder 12.

The first roll of the first sheet material F1 is mounted on a
roll mount apparatus that is geared to a motor or the like to
rotate freely or at a certain speed. A controller 1 is provided to
set the rotational speed and to control the drive.

The first feeder 12 is a feeding mechanism to feed the first
sheet material F1 to the downstream side. The first feeder 12
is controlled by the controller 1.

The manufacturing system of the invention includes the
first bonding apparatus 18 (M3) for bonding the first optical
film F11, which is fed from the first optical film feeding
apparatus M2, to one surface of the optical display unit W,
which s fed from the optical display unit W feeding apparatus
M1. This embodiment shows an example where the first
bonding apparatus 18 (M3) includes a press roller, a guide
roller, a first peeling apparatus 17, and a first removing appa-
ratus 19. The first removing apparatus 19 forms a defective
portion removing mechanism to remove a defective divided
piece of the optical film, but such a removing mechanism may
be omitted.

The first bonding apparatus 18 bonds part of the first sheet
material F1 (the first optical film F11), from which the release
film F12 has been peeled off by the first peeling apparatus 17,
to the optical display unit W with the first pressure-sensitive
adhesive layer F14 interposed therebetween. The first sheet
material F1 feeding route is placed above the optical display
unit W feeding route.

In the bonding process, the first optical film F11 is bonded
to the surface of the optical display unit W, while it is pressed
against the surface by the press roller and the guide roller. The
pressure from the press roller and the guide roller and the
driving operation thereof are controlled by the controller 1.

The first peeling apparatus 17 has a peeling mechanism
that is configured so that the first release film F12 can be
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peeled off by reversing the feeding direction of the first
release film F12 and that part of the first sheet material F1 (the
first optical film F11) peeled off from the first release film F12
can be fed to the surface of the optical display unit W. After
peeled off, the release film F12 is wound around a roll. The
winding around the roll is controlled by the controller 1.

Specifically, in an embodiment of the invention, the first
optical film feeding apparatus M2 has a feeding mechanism
that feeds the first optical film F11 to the first bonding appa-
ratus M3 by using, as a carrying medium, the first release film
F12, which is provided on the first optical film F11 with the
pressure-sensitive adhesive layer F14 interposed therebe-
tween.

The bonding mechanism includes a press roller and a guide
roller opposed thereto, which are provided at the bonding
position. The guide roller comprises a rubber roller whose
rotation is driven by a motor, and is provided movable upward
and downward. The press roller, which is provided movable
upward and downward immediately above the guide roller,
comprises a metallic roller whose rotation is driven by a
motor. When the optical display unit W is fed to the bonding
position, the press roller is elevated to a position higher than
the upper surface so that the space between the rollers is
widened. Alternatively, the guide roller and the press roller
may each be a rubber roller or a metallic roller. As described
above, the system is configured so that the optical display unit
W can be cleaned by any type of cleaning apparatus and fed
by a feeding mechanism. The feeding mechanism is also
controlled by the controller 1.

A description is given of the first removing apparatus 19 for
removing a defective portion of the first sheet material F1.
When the first sheet material F1 having a defect is transported
to the bonding position, the guide roller moves vertically
downward. Subsequently, a roller over which a remover film
is looped moves to the regular position of the guide roller. The
press roller is allowed to move vertically downward to press
the defective portion of the first sheet material F1 against the
remover film. The defective portion of the first sheet material
F1 is attached to the remover film and wound around a roller
together with the remover film. The remover film can adhere
to the defective portion of the first sheet material F1 by using
the adhesive power of the first pressure-sensitive adhesive
layer F14 of the first sheet material F1. Alternatively, how-
ever, a pressure-sensitive adhesive tape may be used as the
remover film.

The optical display unit W to which the first optical film
F11 is bonded as described above is fed to the downstream
side, where the second optical film F21 (the second sheet
material F2) is bonded thereto. Hereinafter, the same appara-
tus configuration will be described briefly.

The manufacturing system of the invention preferably fur-
ther includes a transporting and feeding apparatus M4 placed
between the first and second bonding apparatuses. The trans-
porting and feeding apparatus M4 is an apparatus for trans-
porting and feeding the optical display unit from one of the
first and second bonding apparatuses to the other. The feeder
preferably has a turning mechanism 20 that turns the optical
display unit W from the direction of bonding in one of the first
and second bonding apparatuses to the direction of bonding in
the other bonding apparatus. Besides the turning mechanism
20, the feeder may further include a turning-over mechanism
for turning over the optical display unit.

For example, when the second optical film F21 is bonded in
a 90° relationship (crossed Nicols relationship) with the first
optical film F11, the optical display unit W is turned by 90° by
the feeding direction-switching mechanism (turning mecha-
nism 20) of the feeding mechanism, and then the second
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optical film F21 is bonded thereto. The method described
below for bonding the second sheet material F2 includes
performing each step, while keeping the second sheet mate-
rial F2 turned upside down (with the second release film F22
facing upward), and bonding the second optical film F21 to
the lower side of the optical display unit W.

The manufacturing system of the invention includes the
second optical film feeding apparatus M5 for drawing and
feeding the second sheet material F2 from a roll of the second
sheet material F2 including the second optical film F21. This
embodiment shows an example where the second optical film
feeding apparatus M5 includes a second feeder 22.

The second roll of the second sheet material F2 is mounted
on a roll mount apparatus that is geared to a motor or the like
to rotate freely or at a certain speed. The controller 1 is
provided to set the rotational speed and to control the drive.

The second feeder 22 is a feeding mechanism to feed the
second sheet material F2 to the downstream side. The second
feeder 22 is controlled by the controller 1.

The manufacturing system of the invention includes the
second bonding apparatus 28 (M6) for bonding the second
optical film F21, which is fed from the second optical film
feeding apparatus M5, to the other surface of the optical
display unit W, which is fed from the transporting and feeding
apparatus M4. This embodiment shows an example where the
second bonding apparatus 28 (M6) further includes a press
roller, a guide roller, a second peeling apparatus 27, and a
second removing apparatus 29. The second removing appa-
ratus 29 forms a defective portion removing mechanism to
remove a defective divided piece of the optical film, but such
a removing mechanism may be omitted.

The second bonding apparatus 28 bonds part of the second
sheet material F2 (the second optical film F21), from which
the second release film F22 has been peeled off by the second
peeling apparatus 27, to the optical display unit W with the
second pressure-sensitive adhesive layer F24 interposed ther-
ebetween. In the bonding process, the second optical film F21
is bonded to the surface of the optical display unit W, while it
is pressed against the surface by the press roller and the guide
roller. The pressure from the press roller and the guide roller
and the driving operation thereof are controlled by the con-
troller 1.

The second peeling apparatus 27 has a peeling mechanism
that is configured so that the second release film F22 can be
peeled off by reversing the feeding direction of the second
release film F22 and that part of the second sheet material F2
(the second optical film) peeled off from the second release
film F22 can be fed to the surface of the optical display unit W.
After peeled off, the release film F22 is wound around a roll.
The winding around the roll is controlled by the controller 1.

Specifically, in an embodiment of the invention, the second
optical film feeding apparatus M5 has a feeding mechanism
that feeds the second optical film F21 to the second bonding
apparatus M6 by using, as a carrying medium, the second
release film F22, which is provided on the second optical film
F21 with the second pressure-sensitive adhesive layer F24
interposed therebetween.

The bonding mechanism includes a press roller and a guide
roller opposed thereto, which are provided at the bonding
position. The guide roller comprises a rubber roller whose
rotation is driven by a motor, and is provided movable upward
and downward. The press roller, which is provided movable
upward and downward immediately under the guide roller,
comprises a metallic roller whose rotation is driven by a
motor. When the optical display unit W is fed to the bonding
position, the press roller is shifted to a lower position so that
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the space between the rollers is widened. Alternatively, the
guide roller and the press roller may each be a rubber roller or
a metallic roller.

A description is given of the second removing apparatus 29
for removing a defective portion of the second sheet material
F2. When the second sheet material F2 having a defect is
transported to the bonding position, the guide roller moves
vertically upward. Subsequently, a roller over which a
remover film is looped moves to the regular position of the
guide roller. The press roller is allowed to move vertically
upward to press the defective portion of the second sheet
material F2 against the remover film. The defective portion of
the second sheet material F2 is attached to the remover film
and wound around a roller together with the remover film.

The optical display device formed by bonding the first and
second sheet materials to the optical display unit W is fed to
an inspection apparatus. The inspection apparatus inspects
both sides of the optical display device transported thereto. A
light source and a half mirror are used to vertically illuminate
the upper surface of the optical display device, and the
reflected light is captured as image data by a CCD camera.
Another light source is used to illuminate, at a predetermined
angle, the surface of the optical display device, and the
reflected light is also captured as image data by the CCD
camera. The opposite surface of the optical display device
may also be inspected using a light source and a CCD camera.
These image data are subjected to image analysis to deter-
mine whether the product is non-defective.

For example, the timing of the operation of each apparatus
is calculated by a detecting method using sensors placed at
specific locations or by a method of detecting the rotating part
of'the feeder or the feeding mechanism with a rotary encoder
or the like. The controller 1 may be implemented in coopera-
tion with software programs and hardware resources such as
CPU and memories. In this case, program software, proce-
dures, various settings, etc. are previously stored in memo-
ries. Private circuits, firmware, or the like may also be used for
the implementation.

The optical display device obtained by the manufacturing
method of the invention includes the optical display units and
the optical films bonded to both sides of the optical display
unit. The optical display device can be used as an image
display such as a liquid crystal display, an organic electrolu-
minescence (EL) display, or a plasma display panel (PDP).

The liquid crystal display may be formed according to
conventional techniques. Specifically, the liquid crystal dis-
play is usually formed by assembling a liquid crystal cell
(corresponding to the optical display unit) and optical films,
and optional components such as a lighting system and incor-
porating a driving circuit, according to any conventional tech-
niques, except that the optical films are used according to the
invention. The liquid crystal cell to be used may also be of any
type such as TN (Twisted Nematic) type, STN (Super Twisted
Nematic) type, or n type. In particular, a VA (Vertical Align-
ment) or IPS (In-Plane-Switching) mode liquid crystal cell is
effectively used in an embodiment of the invention.

Any appropriate liquid crystal display may be formed such
as a liquid crystal display including a liquid crystal cell and
the optical film placed on one or both sides of the liquid
crystal cell or a liquid crystal display using a backlight or a
reflector in the lighting system. In that case, the optical film or
films may be placed on one or both sides of the liquid crystal
cell. The optical films placed on both sides may be the same
or different. In the process of forming the liquid crystal dis-
play, one or more layers of an additional appropriate compo-
nent or components such as a diffusion plate, an antiglare
layer, an antireflection film, a protective plate, a prism array,
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a lens array sheet, a light diffusion plate, and a backlight may
also be placed at an appropriate location or locations.

The optical film or films may be placed on one or both sides
of'a liquid crystal cell to form a liquid crystal display having
an appropriate structure according to conventional tech-
niques, such as a transmissive, reflective or transflective lig-
uid crystal display. Therefore, the liquid crystal cell used to
form a liquid crystal display may be of any type. Any appro-
priate type of liquid crystal cell such as an active matrix
driving type typified by a thin film transistor type may be
used.

The polarizing plates or the optical components provided
on both sides of a liquid crystal cell may be the same or
different. In the process of forming a liquid crystal display,
one or more layers of an additional appropriate component or
components such as a prism array sheet, a lens array sheet, a
light diffusion plate, and a backlight may be placed at an
appropriate location or locations.

Bonding Methods Performed Using Turn According to
Other Embodiments

The embodiment described above shows a case where one
of'the first and second optical films F11 and F21 is bonded to
the optical display unit W from the upper side, and the other
is bonded to the optical display unit W from the lower side.
Alternatively, the system may be configured so that both the
first and second optical films F11 and F21 can be bonded to
the optical display unit W from one of the upper and lower
sides. In this case, the process may include bonding the first
optical film F11 to one surface of the optical display unit W
from the upper or lower side, then turning the optical display
unit W so that it can be turned over and rotated, and bonding
the first optical film F11 to the other surface. For example, the
turning may be performed in such a manner that the optical
film is turned over and rotated by 90°, which makes it possible
to bond the first and second optical films F11 and F21 in a
crossed Nicols relationship with each other.

FIG. 7 is a schematic diagram showing examples of the
method of turning the optical display unit W in such a manner
that it is turned over and rotated by 90°. Parts (a) and (b) of
FIG. 7 show methods in which the optical display unit W is
turned over so as to have a 90° relationship. Part (a) shows an
example where the optical display unit W is turned over
around a horizontal rotation axis Al passing through a corner
of'the optical display unit W, and part (b) shows an example
where the optical display unit W is turned over around a
horizontal rotation axis A2 passing through the center of the
optical display unit W. Part (¢) of FIG. 7 shows a method in
which turning over and rotation are performed in two stages
sothata 90° relationship can be achieved, wherein the turning
over and the rotation may be performed in any order. Part (d)
of FIG. 7 shows a method in which rotation is performed to
achieve a 90° relationship, while turning over is performed,
using a turning mechanism 20 including a mechanism for
rotating the optical display unit W in a horizontal plane and a
mechanism for turning over the optical display unit W around
a horizontal rotation axis A3.

The terms “rotated by 90°” and “a 90° relationship” mean
a state or relationship where the long side of the optical
display unit W after the turning is parallel to the short side
before the turning and the short side of the optical display unit
W after the turning is parallel to the long side before the
turning. It will be understood that the method of turning the
optical display unit W is not limited to the modes shown in
FIG. 7 and the optical display unit W may be turned over and
rotated by 90° in any other mode.

In the embodiment described above, after bonded in the
firstbonding apparatus 18, the optical display unit W is turned
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to the bonding direction in the second bonding apparatus 28.
Alternatively, as stated above, the second optical film F21
may be bonded to the optical display unit W prior to the first
optical film F11. In this case, the optical display unit W after
the bonding in the second bonding apparatus 28 may be
turned to the bonding direction in the first bonding apparatus
18.

Manufacturing Systems According to Other Embodiments

In the manufacturing system of the invention, the respec-
tive apparatuses may be arranged in any order. For example,
the optical display unit W feeding apparatus M1, the first
optical film F11 feeding apparatus M2, and the first bonding
apparatus M3 may be linearly arranged, and the second opti-
cal film F21 feeding apparatus M5 and the second bonding
apparatus M6 may be arranged parallel to the linearly
arranged apparatuses. The transporting and feeding apparatus
M4 may be placed between the first and second bonding
apparatuses M3 and M6.

In an embodiment of the invention, when no mechanism is
provided for turning the optical display unit W, the first opti-
cal film F11 feeding apparatus M2 and the first bonding
apparatus M3 are preferably arranged perpendicular to the
second optical film F21 feeding apparatus M5 and the second
bonding apparatus M6.

DESCRIPTION OF REFERENCE CHARACTERS

In the drawings, reference character F1 represents a first
sheet material, F2 a second sheet material, F11 a first optical
film, F11a a first polarizer, F1156 a first film, F11c¢ a second
film, F12 a first release film, F13 a surface protecting film,
F14 a first pressure-sensitive adhesive layer, F21 a second
optical film, F21a a second polarizer, F215 a third film, F21c¢
a fourth film, F22 a second release film, F23 a surface pro-
tecting film, F24 a second pressure-sensitive adhesive layer,
M1 an optical display unit feeding apparatus, M2 a first
optical film feeding apparatus, M3 a first bonding apparatus,
M4 a transporting and feeding apparatus, M5 a second optical
film feeding apparatus, M6 a second bonding apparatus, 1 a
controller, 12 a first feeder, 17 a first peeling apparatus, 18 a
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first bonding apparatus, 19 a first removing apparatus, 20 a
turning mechanism, 22 a second feeder, 27 a second peeling
apparatus, 28 a second bonding apparatus, 29 a second
removing apparatus, and W an optical display unit.

What is claimed is:
1. A material roll comprising an optical film to be bonded
to a surface of a rectangular optical display unit, comprising:

a belt-shaped sheet material that comprises the optical film,
a pressure-sensitive adhesive layer, and a release film
laminated in this order, wherein the optical film com-
prises a polarizing plate whose longitudinal direction is
parallel to its absorption axis,

the belt-shaped sheet material having score lines that are
previously formed so that the optical film can be divided
by the score lines into pieces each having a length cor-
responding to a long or short side of the optical display
unit,

the belt-shaped sheet material having undergone a slitting
process in a direction parallel to the longitudinal direc-
tion of the polarizing plate so that it has a width corre-
sponding to the short or long side of the optical display
unit, and having been wound into the roll.

2. A method for manufacturing a material roll according to

claim 1, comprising the steps of:

slitting a material having undergone no slitting process to
form a belt-shaped sheet material with a width corre-
sponding to a short or long side of the optical display
unit, wherein the material comprises the optical film, a
pressure-sensitive adhesive layer, and a release film
laminated in this order and has score lines that are pre-
viously formed so that the optical film can be divided by
the score lines into pieces each having a length corre-
sponding to the long or short side of the optical display
unit, the optical film comprises a polarizing plate whose
longitudinal direction is parallel to its absorption axis,
and the slitting is performed parallel to the longitudinal
direction of the polarizing plate; and

winding the resulting belt-shaped sheet material into a roll.
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